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Granular Sulphur Analysis Results

Test Specifications Results

Shape Granular Granular

Purity on dry basis 99.00 – 99.99 % 99.97 %

Ash content 0.00 – 1.00 % 0.01 %

Hydrocarbon content — 0.02 %

Acidity 0.003 – 0.020 % 0.0068 %

Moisture 0.00 – 0.20 % 0.09 %

Arsenic Selenium and Tellurium Commercially free Commercially free

Lump Sulphur Analysis Results

SLNO CHARACTERISTICS RESULT

1 Form Of Material Crush Lumps

2 Purity (On Dry Basis) 99.8

3 Ash Content 0.1

4 Carbon 0.05

5 Acidity (As H2SO4) 0.001

6 Moisture 0.05

7 Commercially Free from Arsenic, Selenium & Tellurium


